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GENERALITIES
- Sample receiving date: 01/06/2016
- Analysis start date: 07/06/2016
- Analysis end date: 07/06/2016
- Deviation from test methods: NO

SAMPLE DESCRIPTION

Toy Label PF
SAMPLING

The initial sampling has been done by the customer.
The sampling for the test has been done drawing casually part of the sample in our possession.

DECLARATION

The test results of the present report are related exclusively to the tested sample.
The present test report cannot be partially reproduced without the authorization of CSI
managing Director.

PERFORMED DETERMINATIONS

Determination of adhesion grid in accordance with 1ISO 2409: 2013.
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RESULTS

The adhesive grid after three repetitions will rank 0.

Classification Description Appearance of surface of cross-cut
area from which flaking has occurred

{Example for six parallel cuts)

The edges of the cuts are completely smooth; none of
the squares of the lattice is detached.

Detachment of small flakes of the coating at the
1 intersections of the cuts. A cross-cut area not greater
than 5 % is affected.

The coating has flaked along the edges andfor at the +
2 intersections of the cuts. A cross-cut area greater than =}
5 %, but not greater than 15 %, is affected. T

The coating has flaked along the edges of the cuts
partly or wholly in large ribbons, and/or it has flaked
3 partly or wholly on different parts of the squares. A
cross-cut area greater than 15 %, but not greater than
35 %, is affected.

1

The coating has flaked along the edges of the cuts in
large ribbons and/or some squares have detached

* partly or wholly. A cross-cut area greater than 35 %, but
not greater than 65 %, is affected.
5 Any degree of flaking that cannot even be classified by .
classification 4.
DATA Settore Food Packaging Materials Area Testing
Date Food Packaging Materials Sector Testing Area
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